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Laboratory Test Report 

 

Report for: Harry El Kara 
Manta Roofing Products 
1200 SE 20th Street 
Fort Lauderdale, FL 33316 
 

Product Name:  Manta #207 Asphalt Adhesive 

Project No.:        2819T0008 

Dates Tested:   Sep. 18, 2025 – Sep. 24, 2025  

Test Methods: ASTM D3019 

Results Summary: Compliant with Type III requirements of ASTM D3019 

 
 

Purpose: Evaluate product for compliance to the Type III requirements of ASTM D 3019: Standard 
Specification for Lap Cement Used with Asphalt Roll Roofing, Non-Fibered, Asbestos-
Fibered, and Non-Asbestos-Fibered. 

 
Test Methods: Testing was completed in accordance with ASTM D3019-08: Standard Specification for 

Lap Cement Used with Asphalt Roll Roofing, Non-Fibered, Asbestos-Fibered, and Non-
Asbestos-Fibered. Test methods assigned or referenced include ASTM D36: Standard Test 
Method for Softening Point of Bitumen (Ring-and-Ball Apparatus), ASTM D6511: Standard 
Test Methods for Solvent Bearing Bituminous Compounds. 

  
Sampling: The following materials were received by PRI. 
 

Product Source Date Sampling 

Manta # 207 Asphalt Adhesive Ft. Lauderdale, FL Aug. 25, 2025 Manta Roofing Products 
 

 
 
 
The manufacturing location of Manta #207 Asphalt Adhesive evaluated herein has 
been verified as Ft. Lauderdale, FL. 
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Results: 

Property Test Method Results 
Requirement 

Type I 
Grade 1 

Type I 
Grade 2 

Type II Type III 

Water Content (%) 
2 specimens; approx. 75-100g; 
Solvent-carrier liquid: xylene 

ASTM D6511 
Water Content 

1.0 ≤ 0.5 ≤ 0.5 ≤ 0.5 ≤ 2.5 

Distillation (%volume) ASTM D402      

Up to 374°F  NR 5 – 20 5 – 20 ··· ··· 

Up to 437°F  NR 15 – 35 15 – 35 ··· ··· 

Up to 500°F  NR 25 – 40 25 – 40 ··· ··· 

Up to 600°F  NR 30 – 45 30 – 45 ··· ··· 

Up to 680°F  NR ≤ 50 ≤ 50 ··· ··· 

Distillation Residue       

Softening Point (°F) ASTM D36 NR ≥ 135 ≥ 106 ··· ··· 

Solubility in Trichloroethylene (%mass) 
1 specimen; 2g 
Filter with Trichloroethylene 

ASTM D6511 
Solubility of Residue 
in Trichloroethylene 

82.6 ≥ 92.5 ≥ 92.5 ≥ 80.0 ≥ 80.0 

Strength of Lap (lbf/in) 
4 specimens; 
1” x 4” lap with 2.0g cement; 
Cond. 24h @ 68-86°F; 
Test Rate = 12in/min 

ASTM D6511 
Strength of Lap 

21.9 ··· ··· ≥ 17.0 ≥ 17.0 

Notes:   1. “NR” Denotes test is not required. 
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Statement of Compliance: The product tested is compliant with the Type III requirements of ASTM D3019: 

Standard Specification for Lap Cement Used with Asphalt Roll Roofing, Non-Fibered, 
Asbestos-Fibered, and Non-Asbestos-Fibered. The laboratory test results presented 
in this report are representative of the material supplied. 

  
 
 

Signed:  Signed:  
 Anthony Catlett  Zachary R. Priest 
 Manager  Florida Registered Professional Engineer 
    P.E. Number: 74021 
    
    

Date:  Date:  

 
 
Report Issue History: 
 

Issue # Date Pages Revision Description (if applicable) 

Draft 09/25/2025 3 NA 

 
END OF REPORT 


