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Thank you for
choosing a 
Manta roofing
system
Too often a roof becomes an “out of sight,

out of mind” asset. But a scheduled

maintenance plan helps you prevent costly

damage from weather, debris, clogged

drains, foot traffic, and more — by catching

problems early, before they become

expenses.

Your Manta liquid-applied system is a

highly reflective, seamless membrane. Like

any roof, it performs best when it is

inspected regularly and kept clean.

Reflective coatings that help reduce

rooftop temperatures also benefit from

periodic cleaning, and maintenance is

required under the terms of most Manta

warranties — so keeping up with it protects

both your building and your coverage.

This booklet contains the tools and

checklists you need to maximize your

roof’s performance — and keep its

warranty in force — for many years to

come. Please read it carefully. If you have

any questions about how to best maintain

your new roof, contact us:

Warranty & leaks:

warranty@mantaroof.com

General & orders: csr@mantaroof.com

Phone: 1-844-50MANTA (1-844-506-2682)

Web: www.mantaroof.com 

Keep this with your warranty.
Complete one checklist at every
inspection — at least once a year (twice
is ideal, spring and fall) and after any
severe weather — and file it with your
Manta warranty certificate. All repairs
must use compatible Manta products
installed by a Manta-certified applicator.
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What can cause
premature roof
failure?
From the day it is installed, a roof is exposed to countless

hazards that can shorten the life of your investment.

Fortunately, being aware of them helps minimize their

impact — in fact, neglecting inspections and maintenance

may be the single biggest cause of premature roof failure.

Factors to watch for include:

Long-term exposure to the elements — UV, water, and
thermal cycling — or shorter-term exposure to airborne
pollutants and chemicals.

Extreme weather such as hail, high winds, driving rain, or
lightning; investigate the roof right away after any major
event.

Structural movement — building settlement or expansion/
contraction not accommodated by the roofing system.

Ponding (standing) water and biological growth such as
algae or vegetation collecting in low areas.

Procrastination — small problems left unrepaired allow
water to reach insulation, the deck, and the interior.

A change in building use that raises or lowers interior
humidity, which can cause condensation inside the roof
assembly.

Improperly added equipment or new penetrations — often
installed by tenants — a very common source of leaks.

“Trade damage” — punctures, rough foot traffic, and
equipment damage caused by other trades such as HVAC
installers.

Coating-specific wear — mechanical abrasion, worn or
thinning film, or an incompatible product applied over the
Manta system.

Unintended abuse such as vandalism or accidental damage
that lets large amounts of water into the system.

SCHEDULED MAINTENANCE
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What can you do to
protect your roofing system?
A short list of steps, performed regularly, will do more than

anything else to keep your Manta roof watertight and under

warranty. Most take only minutes during a routine inspection —

and every one of them is far cheaper than a repair. Work through

them at least twice a year, and always after severe weather.

1 Maintain
records

Keep one file with all roof records: your Manta warranty, inspection reports, repair &
maintenance bills, the coating specification with product data (TDS/SDS), and the original
drawings, specifications, and invoices. Invaluable when making repairs, adding equipment, or
planning a recoat.

2 Conduct routine
inspections

Inspect at least once per year — twice is optimal, typically spring and fall. Use the Scheduled
Maintenance Checklist in this guide and file each completed copy.

3 Inspect after
severe weather

Check the roof after hailstorms, heavy rain, and high winds. The sooner damage is repaired,
the smaller the repair cost.

4 Repair correctly All repairs must be performed by a Manta-certified applicator using compatible Manta
products (e.g., MantaMax® 335 mastic, MantaSil® silicone, MantaCryl® acrylic) and current
Manta guidelines. Unauthorized products or repairs may void the warranty.

5 Keep the roof
clean & free of
debris

Remove debris to prevent punctures and improve safety. Keep gutters, downspouts, drains,
scuppers, and surrounding areas clear for proper drainage. Periodic rinsing helps preserve the
reflectivity of the coating.

6 Keep metal in
good condition

Examine all flashings, counterflashings, expansion joints, and pitch pans for rust, detachment,
and deteriorated sealant. Reattach loose metalwork, replace sealant, and prepare and paint
any rusted metal.

7 Keep masonry in
good condition

Water leaks from masonry are often blamed on the roof. Examine walls and copings for cracks,
bad mortar joints, failed sealant, loose coping stones, and signs of water absorption; repair to
prevent infiltration.

8 Maintain rooftop
equipment

Inspect air conditioners, vents, ductwork, equipment stands and screens, skylights, and
satellite/solar mounts. Follow the manufacturer’s maintenance recommendations and re-check
the roof after any service call to confirm it was not damaged.

9 Maintain the
coating

Clean up any spillage of coolant, oil, or grease and repair the membrane if affected. Examine
the coating and recoat any cracked, flaked, blistered, or worn areas with a compatible Manta
coating before the film wears through.

10 Minimize
rooftop traffic

Limit access to necessary personnel only, keep a roof access log to track who has been on the
roof, and install walkway pads in high-traffic areas.
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Manta warranties overview
Manta backs its liquid-applied systems with two warranty programs. Your specific coverage depends on

the system installed and is stated on your warranty certificate. Keeping up with the maintenance in this

guide is a condition of every Manta warranty.
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Coverage Material Warranty Material & Labor Warranty

Roofing technology Liquid-applied silicone (MantaSil® 430)
& acrylic (MantaCryl® 400 series)

Liquid-applied silicone (MantaSil® 430) &
acrylic (MantaCryl® 400 series)

What it covers Manufacturing defects in Manta products
— covers material only to repair the
affected area.

Leaks caused by manufacturing defects and
workmanship — covers material and labor to
repair the affected area.

Replacement material Yes — prorated over the term Yes — 100%, non-prorated

Labor to repair covered leaks No Yes

Maximum coverage period† Up to 25 years (silicone) / 20 years
(acrylic)

Up to 25 years (silicone) / 20 years (acrylic)

Warranty fee None — registration only Yes — per-square fee (see your Manta rep)

Installed by Authorized Manta contractor Certified Gold Star liquid-applied contractor;
application required

Transfer to next owner Not transferable — re-issuance available
during the term (inspection + fee)

Not transferable — re-issuance available during
the term (inspection + fee)

* For complete coverage, conditions, and restrictions, refer to your full Manta limited warranty document — it governs in all cases. In the
event of a leak, notify Manta in writing at warranty@mantaroof.com within the period stated in your warranty. † For eligible products and
systems only; requires installation by an authorized or certified Manta applicator and adherence to this Scheduled Maintenance program.



Scheduled maintenance checklist  6 months
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  1 year
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  2 years
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  3 years
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  4 years
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  5 years
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  6 years
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  7 years
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  8 years
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  9 years
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  10 years
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  11 years
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  12 years
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  13 years
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  14 years
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  15 years
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  16 years
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  17 years
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  18 years
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  19 years
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  20 years
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Scheduled maintenance checklist  __________
Inspect at least twice a year and after severe weather. Mark each item OK, Fix (needs repair), or N/A. File this sheet with your
Manta warranty certificate.

Address: Warranty #:

Inspected by: Inspector’s #:

Today’s date: Next inspection:

Where What to look for OK Fix N/A

Interior

Roof deck — signs of leaks /
deterioration

Ceiling — signs of leaks / staining

Interior walls — signs of leaks

Coating
surface

Cracks, splits, or checking in the
coating

Blisters or interlayer separation

Flaking, thinning, or bare / worn spots

Dirt pickup or loss of reflectivity

Mechanical damage (tools, hail, foot
traffic)

Ponding / standing water after rain

Drainage

Drains, scuppers, gutters clear of
debris

Strainers / screens intact

Downspouts flowing; water drains
freely

Where What to look for OK Fix N/A

Flashings &
penetrations

Base / curb flashings — adhesion
& termination

Penetrations — coating & sealant
intact

Pitch pans filled and sealed

Reinforcing fabric — no lifting /
exposed edges

Edges &
metal

Perimeter edge metal / drip edge
secure

Coping & counterflashing secure
and sealed

Fasteners tight; paint any rusted
metal

Expansion joints intact

Rooftop
equipment

HVAC units, curbs, ductwork — no
damage / leaks

Supports / sleepers not abrading
the coating

Solar / satellite mounts sealed
and intact

Roof re-checked after any service
call

General &
housekeeping

Debris removed; roof clean

Oil / grease / chemical spillage
(repair if affected)

Vegetation or biological growth

Walkway pads in high-traffic areas

Vandalism / unauthorized
modifications

Worn areas needing recoat

Notes / action items:
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Contact us

Warranties & guarantees

Coverage, limitations, and how to transfer a

warranty.

warranty@mantaroof.com

1-844-50MANTA (1-844-506-2682)

Leaks & claims

Report a leak or file a claim promptly — in

writing, within 10 days of discovery.

warranty@mantaroof.com

Orders & customer service

Product, ordering, and general questions.

csr@mantaroof.com

www.mantaroof.com

Find a certified applicator

Need maintenance, repair, or a recoat? We’ll

connect you with a Manta-certified contractor.

info@mantaroof.com
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